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GLOBAL TENSION STRUCTURES

Biaxial Stretch Test Report

Project No. J2010-04
Project Description Biaxial Stretch Test - Black with SS wire

Sample Details

Client Gale Pacific

Supplier Knitted Technical Textiles Pty Ltd
Received 01-Oct-20

Material Black sample with SS wire
Sample No. 1

Roll No. N/A

Test Details

Date 13-October-2020

Test Batch -

Stress Field Uniform / even

Maximum test tensile load 2.4 kKN/m
Assumed prestress load N/A KN/m
Minimum test tensile load 0.15 kKN/m

Results as per attached charts



Test Sample
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Time (minutes)

G— Client Gale Pacific Roll No. N/A
GLOBAL TENSION STRUCTURES Supplier [Knitted Technical Textiles Pty Ltd Stress Ratio 1:1
Material Black sample with SS wire Test Date 13/10/2020
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G‘TS . Client Gale Pacific Roll No. N/A

GLOBAL TENSION STRUCTURES Supplier [Knitted Technical Textiles Pty Ltd Stress Ratio 1:1

Material Black sample with SS wire Test Date 13/10/2020

Fabric Tensile Stress (kN/m)
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